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BOROUGE SALES & MARKETING (SHANGHAI) CO. LTD .Client Name :

23RD FLOOR, BUILDING 1, SANDHILL PLAZA, 2290 ZU CHONG ZHI ROAD, ZHANG JIANG 

HI-TECH PARK, PUDONG NEW DISTRICT, SHANGHAI 201203, CHINA

.

Client Address :

PP.Sample Name :

Item No. :. RG568MO.

Client Ref. Info. : . CAS No.9010-79-1 .

Supplier :. BOROUGE.

Manufacturer : . BOROUGE.

Country of Origin : . UAE.

The above sample(s) and information were provided by the client.

-----------------------------------------------------------------------------------------------------------------------------------------------------------

.

SGS Job No. : GZHL2204106286CW - GZ .

Date of Sample Received : . 29 Apr 2022.

Testing Period : . 29 Apr 2022 - 11 May 2022 .

Test Requested : . Selected test(s) as requested by the client. .

Test Method(s) : . Please refer to next page(s). .

Test Result(s) : . Please refer to next page(s). .

Ivy Ren.

Approved Signatory . . .

This test report is the English version of CANHG2208344401. In case of any discrepancy, the Chinese version shall prevail.

本检测报告是CANHG2208344401的英文版本。中英文版本如有歧异，以中文版为准。.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Result Summary : .

Test Requested. Comments.

PASS.GB 4806.6-2016－Sensory test (Appearance: Normal color, no smell, no impurity.) .

Residual Phthalates .. See Results.
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Test Result(s) : .

Test Part Description : .

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. CAN22-083444.001 PP .Translucent plastic grains .

Residual Phthalates.

Test Method : . GB 31604.30-2016. .

RLCAS NO.Test Item(s). Unit. 001.

ND.5.00mg/kg.84-74-2.Dibutyl Phthalate(DBP) .

ND.5.00mg/kg.84-69-5.Diisobutyl Phthalate(DIBP) .

ND.5.00mg/kg.117-81-7.Bis(2-ethylhexyl) phthalate 

(DEHP).

ND.5.00mg/kg.131-17-9.Diallyl phthalate(DAP) .

ND.5.00mg/kg.85-68-7.Benzylbutyl Phthalate(BBP) .

ND.5.00mg/kg.117-84-0.Di-n-octyl phthalate(DnOP) .

ND.5.00mg/kg.84-75-3.Di-n-hexyl phthalate(DnHP/DHXP) .

ND.5.00mg/kg.131-11-3.Dimethyl Phthalate (DMP) .

ND.5.00mg/kg.84-66-2.Diethyl Phthalate (DEP) .

ND.5.00mg/kg.131-18-0.Dipentyl Phthalate (DPP) .

ND.5.00mg/kg.84-61-7.Dicyclohexyl Phthalate(DCHP) .

ND.5.00mg/kg.84-76-4.Di-n-nonyl Phthalates (DNP) .

ND.5.00mg/kg.84-62-8.Diphenyl Phthalate(DPhP) .

ND.5.00mg/kg.117-82-8.Di methoxyethyl Phthalate 

(DMEP).

ND.5.00mg/kg.146-50-9.Bis(4-methyl-2-pentyl) Phthalate 

(BMPP).

ND.5.00mg/kg.605-54-9.Bis(2-ethoxyethyl) Phthalate 

(DEEP).

ND.5.00mg/kg.117-83-9.Bis(2-n-butoxyethyl) Phthalate 

(DBEP).

ND.50.0mg/kg.28553-12-0.Diisononyl Phthalate (DINP) .

Notes :

1. mg/kg = milligram per kilogram 

2. RL = Report Limit

3. ND= Not Detected(less than RL) .



Test Report. No. CANHG2208344402   . Date: 11 May 2022 . Page 4 of 4.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for 

Simple Acceptance Rule ( w =0) stated in ILAC-G8:09/2019. .

Sample photo: .

CANHG2208344402

CAN22-083444.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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