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BOROUGE SALES & MARKETING(SHANGHAI)CO.,LTD. 
23RD FLOOR,BUILDING 1,SANDHILL PLAZA,2290 ZU CHONG ZHI ROAD,ZHANG JIANG HI-TECH PARK, 
PUDONG NEW DISTRICT,SHANGHAI 201203,CHINA 
 
 

Sample Description : PP 聚丙烯 

Item No. : RG568MO 

Manufacturer : BOROUGE 

Supplier : BOROUGE 

Country of Origin : UAE 

Other Info : CAS NO.9010-79-1 

As above test item and its relevant information regarding to the submission are provided and confirmed by the 

applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 

reliability or/and integrity accordingly. 

************ 
SGS Ref No. : CAN22-081070 

Sample Receiving Date : Apr 25, 2022 

Test Performing Date : Apr 27, 2022 to May 02, 2022 

Test Performed : Selected test(s) as requested by applicant 

Test Result(s) : For further details, please refer to the following page(s) 

 
 

Test Requested Result  

Bisphenol A See Results 

 
 
Signed for and on behalf of 
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch 
 

 

 

 
—————————————   

Yan Lau   

Authorized Signatory   
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Test Result(s) : 
  
 

Test Part Description : 

 

 SGS Sample ID Description 

  CAN22-081070.001 Translucent PP grain 

 

 Remarks : 

                  (1) 1 mg/kg = 0.0001% 

                  (2) MDL = Method Detection Limit 

                  (3) ND = Not Detected ( < MDL ) 

                  (4) "-" = Not Regulated 

 

 

 Bisphenol A 

 

 Test Method : With reference to AFIRM RSL method by solvent extraction. Analysis was conducted by  

 LC-MS/MS. 

 

 Test Item(s) CAS NO.  Unit MDL 001 

Bisphenol A 80-05-7  mg/kg 0.1 ND 

 

 

 Sample photo: 
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